
 

  

 

TEST CERTIFICATE 
 

 

BS 5609 (Section Three) 
 

Supplier: PPG Industries 

 
Sample reference: Teslin® Label with Lexmark Laser Printing 

 

Base Material: Teslin® SP700PR + TSP-1 

 

Ink: Multi-colour 

 

Printer:   Lexmark c792 series 

 

Smithers Pira reference: 15-130626/a 

 

 

Tests passed Test methods Clause reference 

Print key effectiveness H, G 8.1 

Abrasion resistance J, G 8.2 

Permanence of print E, G 8.3 

 

 

This is to certify that the above label base material had been tested by Smithers 

Pira and conforms to:  

 

BS 5609: 1986 Section 3 - 'Laboratory Performance of Printed Labels'. 

 

 

 

Signed  .......................................................  

  Maggie Carnegie 

 

Dated 17th September 2015 

 

 


